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Research and Academic Service Center
Faculty of Science Ramkhamhaeng University

Materials Testing Unit

Department of Materials Technology
Tel/Fax 02-3194387
Wwww.sci.rn.ac.th/mat

TEST REPORT

Sample Name: Acrylic Slurry Brand/Trade Name: WATER Roofseal
Sample: Slurry Test No.: 200805201

Test Results
Solid content, % (by wt.) 42.88
Specific Gravity, - 1.3098

Client Name: WATERSTOP PRODUCT CO.,LTD.
Client Address: 130/175 Soi Rama2, 60/1 Moo.6 Samaedam, Bangkhuntien Bangkok 10150

Sample Description: Acrylic Slurry
Test Date: 20 May 2008

Reported Approved by

XZ”&'\‘/ ...... ﬁpr%' ......

(Ms. Chirapa Ariyadet) (Dt.Pipop Thamtharai)
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Research and Academic Service Center
Faculty of Science Ramkhamhaeng University

Materials Testing Unit
Department of Materials Technology

Tel/Fax 02-3194387
www,sci.ne.ac.th/mat

TEST REPORT

Sample Name: Acrylic Waterproof Coating Brand/Trade Name: Acrylic Waterproof Coating
Sample: Acrylic Sheet Test No.: 200804281

Test Results

Tensile strength, kg/cm? 3.23
Elongation at break, % 1133
(Elongation at Maximum load ) (643)
Hardness Shore A 38

Client Name: WATERSTOP PRODUCT CO..LTD.
Client Address: 130/175 Soi Rama2, 60/1 Moo.6 Samaedam, Bangkhuntien Bangkok 10150

Sample Description: Acry lic Waterproof Coating
Test Date: 28 April 2008
Test Method: ASTM D 412, Astm D 2240

Reported Approved by

W ‘@ ‘Kr‘” ............ ﬁvm

(Ms. Chirapa Ariyadet) {(Dr.Pipop Thamtharai)
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